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Statement

Lo AR TEA S & A e GRS I 1 25) TE3K
The test report is invalid if it is not affixed the offical seal of the laboratory to it.
2. SRR 5 R EHIN AL A (SRIRAIE ) T,
Copies of the test report without the offical seal of the laboratory are invalid.
3. KM g H R R AT AL
The test report is invalid without the signatures of compiler, checker and approver.
4. KLU R IR
The test report is invalid if it is blotted out.
5. ARG ATMHHAE, A4 SR I 4
It is forbidden to copy the test report partially without the written approval of the
laboratory.
6. IRFFRILRLE R, DU FTRe AT 3
The conclusion of the consignation test is only valid for the provided sample.
7. AKTBUARG AP SONME, 00 () AR, W R A e,
PLHSCSCA o
The test report has been drafted in Chinese and translated into English (if exist)
for convenience only. In the event of discrepancy, the Chines version shall prevail.
8. BRI UL, AR B0 HIH S F BT AT

Unless noted otherwise, the test type is consignation test.

Hohl: W28 4% 3455 Address: No.34S East Yunling Road, Shanghai
HEE ihS (Post Code): 200062

HLifi(Tel): (021) 31765555 &3 (Fax): (021) 31015117

Wil (web site): www.ghs.cn

HL {54 (E-mail): zmh@ghs.cn
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W AIFE AR B A INRISB650 3.7V 2600mAh 9. 62Wh
o0 4 A Chinese
Name of Sample £ Y
English
Hdath 5 1118120214
Sample No.
E A% 2 od AU ) v 2847 PR )
Consignor /
£ 440 AL H - HEFF R 6 LA
Manufacturer /
M 7 ik KA H CRTER IS s fARAE T 1)

Test method

ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS “Recommendations on the TRANSPORT OF
DANGEROUS GOODS” Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38. 3

PR AT REE CRTERREMERN W% FRET
ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS “Recommendations on the TRANSPORT OF
Criterion DANGEROUS GOODS” Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38.3
XN x
A*“" T RIS
ppearance Blue Plastic film shell
3 <, K, by g
ik B B 2018-12-14 HrALIE B 2018-12-19 ~ 2019-02-21
Accepted Date Test Date
KR B R BEASEAEL ; B Jiasly ; vl 0B ek ok 7 o 9 S
= Altitude simulation, Thermal test, Vibration, Shock, External short
Test ltems circuit, Impact, Overcharge, Forced discharge
RS, ZHMTEHAR TR MEEmIE s RS FARAETIY
ST/SG/AC. 10/11/Rev. 6 38. SFRHEZEK .,
KM EEH | The sample has passed the test items of UNITED NATIONS “ReCommendations on the
TRANSPORT OF DANGEROUS GOODS” Manual of Tests and Critetia ST/SG/AC. 10AL1/Rev. 6
Conclusion ~ [38.3
AR H W (Date) 4~ 20190301
&t AT 7 HL L LR i Rechargeable Single Cell Battery. /
)
Comment
= F A FoR e / R B S AL
Consignor 423000
Keddvaas Post Code

A L\ HH %41
Apitrl’:)\{/tr: :p& d 'W/' Chcck};_r: &&‘i Compiler: ﬁﬁ

R4

Title:

F SR (Vice chief engineer)
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g | BERRA LA WFEERSATAELRRT BasR | Adsw | &
N Name of Test Standard requirement or The 5 o
0. erms Clause Nurakoral Etandar Test Result | Conclusion | Remark
lggsjl ((j@lffil%ﬁ%iéﬁﬂ‘lﬂiﬁ(ﬁﬁﬁxﬁﬂﬁ
FAY ST/SG/AC. 10/11/Rev. 6 38.3 KT, 1 W 1
1 E‘Eﬁm UN Manual of Tests and Criteria g)l;g /i%pendix 1 ﬁ.% /
Altitude ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.1|" p
A . assed
simulation
BCA ] COCTER I PEimfE s R bl
R FH) ST/SG/AC. 10/11/Rev. 6 38.3 RKT.2 [ W% 2
92 o UN Manual of Tests and Criteria See Appendix 2 ﬁ.% /
Thermal test  [sT/SG/AC.10/11/Rev. 6 Section 38.3 Test T.2 Passed
TRAH T fal Ba ML T AR AhR]
e )] FAE) ST/SG/AC.10/11/Rev. 6 38.3 WKT.3 | J{ 3
o ) i UN Manual of Tests and Criteria See Appendix 3 {:’\-1;?} /
Vibration ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.3 Passed
KB KT Ja SUPIE MR T g A
i ) ST/SG/AC. 10/11/Rev. 6 38.3 WAHT. 4 MR 4
4 UN Manual of Tests and Criteria See Appendix 4 /D&-ﬁ} /
Shock ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.4 Passed
%3_(% (%?ﬁ@ﬁ/%}éﬁ%éilﬁﬁﬁwgfﬂﬁ@
= FA) ST/SG/AC. 10/11/Rev. 6 38.3 RKT. 5 &g
5 M\iﬂ% UN Manual of Tests and Criteria Syzepﬁipendix 5 /Dxﬁ& /
External short |s1/sG/AC.10/11/Rev.6 Section 38.3 Test T.5 ‘ s
; : Passed
circuit
BA «i“ﬁf@ﬁfiﬁ‘%i%ﬂ%ﬁﬁ(:ﬁ‘ii\ll}ﬁﬂﬁ\%—ﬂ
s FAt) ST/SG/AC. 10/11/Rev. 6 38.3 WKT.6 | FLHK 6
6 UN Manual of Tests and Criteria See Appendix 6 ﬁ% /
Impact ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.6 Passed
BRAN CCT e Btaami T oAb
s FM) ST/SG/AC. 10/11/Rev. 6 38.3 WRT.7 | KK 7
7 UN Manual of Tests and Criteria See Appendix 7 ICH;& /
Overcharge ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.7 Passed
n%m@ (?H;fiﬁ&ﬁ;%ﬁﬁiﬁﬁ@ﬁ(% ggﬁfuﬁ?ﬁ
T ST/SG/AC. 10/11/Rev. 6 38.3 RIET. 8 W& 8
8 gﬁ%ﬂ}\&% UN Manual of Tests and Criteria SJ:;“ Appendix 8 {:&% /
Forced discharge |st/se/AC. 10/11/Rev.6 Section 38.3 Test T.8 Passed
Lo IEZ S A Sk IEGRE : 18°C-24°C ; TGS : /%
Test Environment Ambient temperature:18°C-24°C;Ambient humidity:/%
Condition
o 7
. Test Item
S aRB A T —
Subcontracted Test NOEET . / R % y
Condition Subcontracted Name Post Code
Laboratory Wit / W3 ;
Address Tel
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A5 1 AR B 4 AR 1R BEASEALL
No. Name of Test Items Altitude simulation
Ha | Hakk N et ABE AT | gan k | #1404
%5 Sample Status RE |FHELE| RE | FBEE | Mass Loss | Residual |3
Sample Mass ocv Mass ocv OCV  |Other
No. /g A% /g IV 1% 1% Event
000 | joeaaeer® 4g. 1134 | 4,18 | 481168 | 418 0. 00 100.00 | ©
002 | joiouERE | 483248 | 417 | 48.3201 | 417 0. 00 100.00 | ©
003 | oyl | 47.8719 | 419 | 47.8748 | 4.18 0. 00 99.76 | o
004 | oy ERE | 49.0926 | 418 | 49.0959 | 4.18 0. 00 100.00 | o
005 | jporme®R | arse2r | 4y | 4n.8860 | 417 0. 00 100.00 | ©
006 | joreraeane | 47 73aeill 4 N8 A G8RE kg, 18 0. 00 100.00 | ©
007 | oyl 1 481165 | 418 | 48.1203 | 4.18 0. 00 100.00 | ©
008 | joyt®Am | 49,5387 | 4.18 | 49.5415 | 4.18 0. 00 100.00 | ©
009 | perne il a8 0207 | 4 190afike 324 4. 4B 0. 00 100.00 | ©
010 | oy r®R% | 48,0576 | 4.18 | 48.0598 | 4.18 0. 00 100.00 | ©

v 1o g ¢fThis space intentionally
A=A left blank

HiE: Lk V-RA DR R F-RK 0-Rik. RkA. LMK, R R, AKX,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.




Lt TRRAE M A FRAF)
S MR E-MR 2

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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F5 9 KRR A 4 A AR
No. Name of Test Items Thermal test
#ul - Mens | NEW B ABE A | g k| M0 S
%% Sample Status /ﬁ’;g_‘ TRk /)F':.%;;' 349, /% | Mass Loss| Residual %2
Sample Mass oCv Mass ocv OCV |Other
No. /g /V /g /V 1% 1% Event
001 | oypoith® |48 1158 | 418 | 48.1046 |  4.13 0. 02 98.80 | o
002 | joyeroie®® 483201 [ 417 | 483108 4.13 0. 04 99.04 | o
003 | ottty dea | 478748 | 4,18 | 47.8618 |  4.13 0. 03 98.80 | o
004 | |oeE it 1 49.0959 | 4.18 | 49.0863 | 4.14 0. 02 99.04 | o
005 | oypoidh® 475950 | 417 | 47.5816 | 4.13 0. 03 99.04 | o
006 | jmerare | 47. T3amilEE 0P SNEIG i ln G g 14 0.03 98.80 | o
007 | joyeporrt o | 481203 | 418 | 48.1077 | 4.13 0. 03 98.80 | o
008 | joyercas® | 49.5415 | 418 | 49.5332 | 4.15 0. 02 99.28 | o
009 | jeroertaliilag 0324 | 4 16ffRsimaal |0 0. 02 98.80 | o
010 | oupordht | 48.0598 | 418 | 48.0474 | 4.13 0.03 98.80 | o©
y\rFizEFThis spul(:ee“inbtle;;lkionally
B Lk V-IRA DMk R-E F-RX 0-AMK. LRA. LMK, LHE. LK,
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5 5 AR B 4 AR #5)
No. Name of Test Items | vipration
5 *_% IR A ﬁ&l’ﬁﬁﬁ Before RIS After JEEIRE | #) 3%% JE | fae
«%% Sample Status /)ﬁ:';% ﬂ'ﬁ@‘%/}- /)ﬁ:i' ff‘ﬁ@@li Mass Loss | Residual | 3
Sample Mass ocv Mass ocv ocv Other
No. /g A% /g /V 1% 1% Event
10YCEA T
001 096 Bty chasged | 98- 1046 [ 4,13 48. 1049 4.13 0. 00 100. 00 0
1CYCSEA TR HL
002 foE Bty it | B EIGR ] 418 48.3112 4.13 0. 00 100. 00 0
1CYCSEA TR ‘
003 | ool o |47.8618| 4.13 | 47.8620 | 4.13 0.00 | 100.00 | o©
1CYCHE A 7 HL
004 OO R hegad | 49. 0863 4. 14 49. 0863 4.14 0. 00 100. 00 0
1CYCoEA T L :
005 | jovoparmd o |47.5816| 448 | 47.583 | 4.13 0.00 | 100.00 | o©
1CYCEAFE 1 ; ‘
006 10YC Fusty hovged | 47- 72106 4700920 g, 13 0.00 100. 00 0
007 | eonneftd = J@E1077 | 443 | 481088 | 20 0.00 | 100.00 | o
008 | |eoorEsh o 149.5332| 415 | 49.5331 | 4.15 0.00 | 100.00 | o
1CYCSE4 7 1
009 | Al o |48.0221| 413 | 48.0220 | 4.13 0.00 | 100.00 | o
010 (e 48.0474 | 4.13 [ 48.0470 | 4.13 | 0.00 | 100.00 | o

1CYC Fully charged

\ 2z {This space intentionally
A left blank

&k LR V-IRA DR R F-A K 0-Lak. LkA. LK. L. LK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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5 AR B & AR ity
No. - Name of Test Items Shock
5 BaRA R A Before R /G After Tk | #) 6?-‘ B | e
B Sample Status RE | FAHLE| RE 34 &, /& | Mass Loss | Residual | ZU
Sample Mass oCVv Mass OoCVv ocv Other
No. /g A% /g N % 1% Event
001 | oyercm®Ail o | 48.1049 | 413 | 48.1085 | 4.13 0. 00 100.00 | ©
002 | joen®R 48312 413 | 483143 | 4.12 0. 00 99.76 | o
003 | jyeneR® o | an.8620| 4134 fiMgRes1 | 4.13 0. 00 100.00 | ©
004 | joyenm®Rm o | 49.0863| 4.14 | 49.0000 | 4.14 0. 00 100.00 | o
005 | oyercrdRl | 475823 413 | 47.5852 | 4.13 0. 00 100.00 | ©
006 | jenEerd | anaesfe s | 47 64020 Al 0. 17 100.00 | o
007 | oyercisil | 481083 | 413 | 48.1115 | 4.13 0. 00 100.00 | ©
008 | oA | 49.5331| 415 | 49.4511 | 4.15 0.17 100.00 | o
009 | oSl i s 0220 | 4013y 8. 0258 14 10 0. 00 100.00 | o
010 | ookl o | 480470 413 | 480512 | 4.13 0. 00 100.00 | ©
J—F?EF ‘his sp'dlcee“inbt]e:ntkionally

iz Lk V-RA DMk R F-RK -k, RRA. MK, LA ALK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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A% : BomloR B 2 A 514584 i

No. Name of Test Items External short circuit
Hats HBRE R Rk EVE R
Sample No. Sample Status e Extcrta}’ETcmperaturc Other Event

001 lCYécggﬁfﬁiged a6: ¢ 0

002 1CYéCESﬁ§cﬁthed 55: 2 Q

005 lCYé%Sﬁ%ZEEged 9k, 0 0

004 1(:&{(1:C;f§yé ﬁa[%ged B4 .

(s 1CYécggﬁyé Zﬁf-ged 56.0 o

005 ICY(IICIZS??;'% fﬁ:iged 268 2

i 1CYéC§Sﬁ$ ziar%ged a6 ©

BiS 1cyécgﬁﬁ;€ :ﬁgged a5, § Q

009 1CYéCgSﬁs%§$ged 55. 4 o

010 1CYCsE& 7 5608 o

1CYC Fully charged

BUR A

This space intentionally left
blank

#riz: D-MAR R-RAL FRXK 0-RMIK. RARK. LKE.
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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A : BMREA LA | ik
No. Name of Test Items Impact
¥ v A=
Sample No. Sample Status ax. xtem;c emperature ARG
1CYC 50%%¢Hk
. 1CYC 50% Capacity 121.9 o
1CYC 50%%s
e 1CYC 50% Capacity 132.5 o
1CYC 50%%¢Ht
Ik 1CYC 50% Capacity 130. 0 o)
1CYC 50%%c
o ICYC 50% Capaci ty 132. 6 o
1CYC 50%%cHt
s 1CYC 50% Capacity 122, 3 o
BLF2EH This space intentionally left

blank

#iE: D-fRAR F-A& K 0-LMK. AKX,

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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j. = . KRR B 4 Ak U i)

No. Name of Test Items Overcharge
H5th s FERE i
Sample No. Sample Status Other Event

016 1cyécfyg?1:yé zgeﬁged i

017 mé%ﬁ?ﬁiged &

018 1cyéclyrgﬁ$§$gcd )

019 1cyécggﬁyé :E;ﬂrged ]

020 50cs5{gcgﬁﬁ§ ﬁfzged )

021 5ocggcggﬁ;£ fﬁﬁged .

022 Socigclggﬁyé ﬁgged .

023 50c35{gcggﬁyé§$ged P
BLFEE This space intentionally left blank

FiE: DMK F-AK 0-FMik. TAK.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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F% . BAAE LA | L
No. Name of Test Items Forced discharge
o5 AR I E
Sample No. Sample Status Other Event
024 1CYC 1I'E:uylclf}:]%iﬁfcf‘arged 0
025 1CYC 1l"CquCl;L;i%::T:iﬁfcF}?arged O
026 1cYc IISUYICIE;E%iﬁiFE‘arged 0
027 1cYC ﬁclgﬁ%i?cfarged ' 0
428 e 11@?1C17y?%§cfarged , 0
029 1CYC ﬁjﬂclﬁﬁi?cfarged 0
030 e llgj(ﬁ?%iﬁfcf‘afged i, O
031 1CYC ﬁ%?%iﬁfcfarged ’ ’ ’ k 0
032 16YCQ lf‘(‘:llylcljjjfiﬁfcfarged 0
033 1CYC IFCqucl?%iﬁfc[garged O
034 SOCYCSOFCqucljjB%i}E{CFEarged 0
035 50CYC50151:{1(:1%%iﬁfcfarged ' k 0
036 socvcsor«cx}(lcf?%iﬁskcfarged 0
037 50CYC50Finclj?%iﬁfC?arged Y
038 50CYC5(§J‘€C1%%iﬁfcfarged . 0
a3 5OCYCSOFCuY1C1%%iﬁfc?arged 0
040 50CYéE(iEuYJCl;f?iiﬁfargod 0
041 50CY6€(ifchlcl§f%iﬁfcfhﬂmged 0
042 50CYC501<§1Y1CJ§)‘?%E§CELrgcd 0
043 5ocvcs(;§uylc 1?%&?”@ 0

Hix: D-fA4K F-RK 0-RMHA. AKX,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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