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Company Information
AFfER

Applicant's Name

Shenzhen Xinguowei Electronic Technology Co. LTD

ERYIT T R 7 R PR 2 7]

201, No.1, East of Building 8, C District, Tantou second industrial city, Tantou community,

HE T o
Songgang street, Baoan District, Shenzhen
TR 5 22 XA b i T VR Sk A DCURESR 58 — TAIRCIX 8RR THI 15201
Shenzhen Xinguowei Electronic Technology Co. LTD
TR T B B 7 R A BR 2 7]
201, No.1, East of Building 8, C District, Tantou second industrial city, Tantou community,
Songgang street, Baoan District, Shenzhen

Manufacturer T o, Ly fae a8 S [ S ol =
3 GRONTH 5 22 XA b T TR Sk A DCRESR B8 — TOlIRCIX 8k AR T 15201

Website
e http://www.xgwld.com/
Telephone Number Email address
N . +86-15002066120 506485625 .com
R i B A @

Test Laboratory
M L6 =

Shenzhen LCS Compliance Testing Laboratory Ltd.
RIS IR B 137 FR 24 ]

Room 101, 201 Building A and 301 Building C, Juji Industrial Park, Yabianxueziwei, Shajing
Street, Baoan District, Shenzhen, Guangdong, China

JTARARIIT 5% XY HATIE R0 7 H B Tk AFR101. 201, CH#5301

W;thstlte http:// www.lcs-cert.com EmEaB;I'#a g&rfss webmaster@Ics-cert.com
Telephone Number | o) 0755-8250 1330 Fax +(86) 0755-8259 1332
BX AR L fer
Battery Information
LRI
Sample name Li-ion Cylindrical Battery Trade Mark N/A
B AR PR T B PAR
Samples Model Description Single Cell Rechargeable Li-ion Battery
. 18650 2000mAh i
S ik FRGER] 78 HUEE - r
Nominal voltage Capacity
R 3.7V B 2000mAh, 7.4Wh
Weight 24.2 Lithium content /
i HEE
Appearance Cylindrical/Blue Combination /
S R/ i i
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UN Report Date of test report
UNSR2 2 LCS201204043ASA UNSR 25 2% [ 2020.12.21
Standard Section 38.3 of of the Seventh Revised Edition of the Recommendations on the Transport of
o, Dangerous Goods, Manual of Test and Criteria (ST/SG/AC.10/11/Rev.7, Section 38.3)
B E COTfake it Betic i @ i e AAs ) 56 BB T 38 38.3 7Y
T.1 Altitude simulation PASS T.5 External short circuit PASS
e JEE A aik AN aik
T.2 Thermal test PASS T.6 Crush/ Impact PASS
(RSN “ik% P s “i%
T.3 Vibration PASS T.7 Overcharge PASS
£ X R H “i%
T.4 Shock PASS T.8 Forced discharge PASS
i aik SR TS aik
N/A N/A
38.3.3 (f) T ] 38.3.3(9) T
THE PHOTO OF SAMPLE
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Date of issue
s 1 2020.12.21

Signature/ Technical

Manager vl __v/; o
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This UN38.3 test summary is based on the satisfactory testing of the sample under test, which excludes the evaluation
of other samples of the same series of the samples.This summary must be used in conjunction with the test report.
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***End of report***



