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Chemical Resistance 7 days room temperature cure (30 days immersion @ 21°C)

5% Bleach {Sodium Hypochlorite) Excellent 10% Phosphoric Acid Fair

5% Trisodium Phosphate Excellent 4% Phosphoric Acid Very Good
10% Sulphuric Acid Excellent 10% Sodium Hydroxide Excellent
50% Sulphuric Acid Excellent 50% Sodium Hydroxide Excellent
10% Hydrochloric Acid Excellent 5% Alum (Aluminium Sulphate) Excellent
10% Nitric Acid Very Good Ferric Chloride Excellent
40% Nitric Acid Unsatisfactory 10% Acetic Acid Unsatisfactory
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