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Test Result  

  
With reference to IEC 62321-2:2013, review was performed for the samples disjointed from the 
submitted articles. 
With reference to IEC 62321-1:2013, tests were performed for the samples indicated by the photos 
in the report. 

 
(1) As per IEC 62321-3-1:2013, screened by XRF spectroscopy. 

 
No. Component Description Test Item XRF Result 

1 Black plastic shell 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

2 Transparent plastic block of shell

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

3 Blue plastic key-press of shell 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

4 Black plastic key-press of shell 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

5 Screw 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

6 
Silver color metal frame of toggle 

switch 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

7 Black plastic handle of toggle 
switch 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

8 Silver color metal frame of 
network interface 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

9 Black plastic base of network 
interface 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

10 Gray plastic of connecting wire 
terminal base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

11 Silver color metal sheet of 
connecting wire terminal base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

12 Black wire covering of connecting 
row line 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

13 
White plastic terminal of  

connecting row line 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

14 
Gray wire covering of gray row 

 line 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

15 Silver color metal washer of shell 
key-press 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 
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Test Result  

No. Component Description Test Item XRF Result 

16 Transparent backlight paster of 
screen 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

17 Red wire covering of connecting 
wire(screen LED) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

18 Black wire covering of connecting 
wire(screen LED) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

19 Screen 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

20 Silver color metal of USB terminal 
base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

21 
Black plastic of USB terminal  

base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

22 
Silver color metal sheet of  

microswitch 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

23 Black plastic shell of microswitch

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

24 Copper metal sheet of 
microswitch 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

25 Brownness plastic of button cell 
base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

26 Copper electrode of button cell 
base 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

27 Black plastic of USB wire terminal

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

28 Silver color metal of big USB 
terminal(USB wire) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

29 
White plastic of big USB terminal 

(USB wire) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

30 Black thick wire of USB wire 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

31 Red thin wire covering of USB wire

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

32 Black thin wire covering of USB 
wire 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

33 White thin wire covering of USB 
wire 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

34 Green thin wire covering of USB 
wire 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

35 Silver color metal of small USB 
terminal(USB wire) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

36 Black plastic of small USB 
terminal(USB wire) 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

37 PCB tin solder 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

38 
Silver color metal frame of reset 

key-press 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

39 Black plastic handle of reset  
key-press 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

40 Relay 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

41 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

42 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

43 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

44 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

45 Diode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

46 Diode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

47 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

48 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

49 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

50 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

51 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

52 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

53 Triode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

54 Triode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

55 Inductor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

56 Paster fuse 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

57 Paster fuse 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

58 LED 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

59 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

60 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

61 PCB 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

62 Buzzer 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

63 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

64 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

65 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

66 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

67 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

68 Diode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

69 Diode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

70 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

71 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

72 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

73 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

74 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

75 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

76 Exclusion 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

77 Triode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

78 Triode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

79 Inductor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

80 Inductor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

81 Inductor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

82 Crystal 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

83 Crystal 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

84 Crystal 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

85 LED 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

86 LED 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

87 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

88 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

89 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

90 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

91 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

92 PCB 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

93 Screen brown FPC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

94 Screen paster 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

95 Screen paster 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

96 Screen LED 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

97 Screen LED PCB 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

98 Gray wire covering of copper wire 
coil connecting wire 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

99 Copper wire coil 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 

100 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

101 Capacitor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

102 Diode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

103 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 
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Test Result  

No. Component Description Test Item XRF Result 

104 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

105 Resistor 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

106 Triode 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

107 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

108 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

109 IC 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

110 PCB 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  BL 

111 Screw 

Cadmium ( Cd )  BL 
Lead ( Pb )  BL 
Mercury ( Hg )  BL 
Chromium (Cr)  BL 
Bromine (Br)  -- 
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Test Result  

Remark: 

(1) (a) There are the results on total Br while test items on restricted substances are PBBs and  

PBDEs. There is the result on total Cr while test item on restricted substances is Cr(VI). 

           (b)  Results are obtained by EDXRF for primary screening, and further chemical testing by  

ICP-OES (for Cd, Pb, Hg), UV-Vis (for Cr(VI) and GC-MS (for PBBs, PBDEs) is 

recommended to be performed, if the concentration exceeds the below warning value 

according to IEC62321 (unit: mg/kg). 

 
Element  Polymer Material  Metallic Material  Composite Material  

Cadmium ( Cd )  BL≤(70-3σ)＜X＜ 
(130+3σ)≤OL  

BL≤(70-3σ)＜X＜ 
(130+3σ)≤OL LOD＜X＜(150+3σ)≤OL

Lead ( Pb )  BL≤(700-3σ)＜X＜
(1300+3σ)≤OL  

BL≤(700-3σ)＜X＜
(1300+3σ)≤OL  

BL≤(500-3σ)＜X＜
(1500+3σ)≤OL  

Mercury ( Hg )  BL≤(700-3σ)＜X＜
(1300+3σ)≤OL  

BL≤(700-3σ)＜X＜
(1300+3σ)≤OL  

BL≤(500-3σ)＜X＜
(1500+3σ)≤OL  

Bromine (Br)  BL≤(300-3σ)＜X  -- BL≤(250-3σ)＜X  

Chromium (Cr)  BL≤(700-3σ)＜X BL≤(700-3σ)＜X BL≤(500-3σ)＜X  
 

 (c) mg/kg＝milligram per kilogram  

(2) (a) mg/kg = 0.0001%, MDL = Method Detection Limit. 

(b) Test Method for Chemical Confirmation 

Test Item Test Method Test Instrument MDL (mg/kg) EU RoHS Limit 
(mg/kg) 

Cd IEC 62321-5:2013 ICP-OES 2 100 

Pb IEC 62321-5:2013 ICP-OES 2 1000 

Hg IEC 62321-4:2013 ICP-OES 2 1000 

Cr(VI) 

IEC 62321:2008 
(non-metal) UV-Vis 1 1000 

IEC 62321-7-1:2015  
(metal) UV-Vis 0.1(μg/cm2) 0.1(μg/cm2) 

PBBs, PBDEs IEC 62321-6:2015 GC-MS 5 1000 
 

          (c) According to IEC 62321-7-1:2015, result on Cr(VI) for metal sample is shown as Positive/ 

Inconclusive/Negative.  
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