REVISIONS

ZONE |REV

ECN

DESCRIPTION

DATE APPROVED

50109

NEW RELEASE

05/12/ 97

*A

117728|CHANGE TITLE FROM 8LD SOIC CARRIER TAPE [07/31/02
TO CARRIER TAPE, SOIC 8 / OSOP 16,
CHANGE P/N , ADD TOLERANCE

*B |127268| Change p/n from TAR1108 to S08CT 5/23/03
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Notes: PART NOS.
1. 10 sprocket hole pitch cumulative tolerance £ 0.2 Ao=6.4+01
2. Camber not to exceed 1mm in 100mm g = g'z +041 il
3. Material: Black Conductive Polystyrene or equivalent 51401 TARILO8
4, Ao and Bo measured on a plane 0.3mm above the Ko=2.1%0.
bottom of the pocket
5. Ko measured from a plane on the inside bottom of the - All Dimensions in Millimeters -
pocket to the top surface of the carrier. B -
6. Pocket position relative to sprocket hole measured as i e v smiverms | I ?
true position of pocket, not pocket hole. e gos | NGOG lenorod SR LR et ial
7. All matertal to conform to £[/A-541 and mR:AL APPRIVED 7Y we—|"""ECARRIER TAPE, SOIC 8 / QSOP 16
ElA-481 standard _ SEE NOTE AFPRIVER 37 e A coe et 1-51036 v
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